
 

 

 
POLYAMIDE (NYLON  6) 

 SPINNING GRADE 

Specification  
Application Product Features 

Luster R.V. Lot.no. 

BR 

low 2.45 

N-130 ‧FDY 

‧MOY 

‧HOY 

‧ATY 

‧Good quality stability 

‧Good evenness of molecular arrangment, 

low variation rate 

‧Low oligomer, low yarn breakage rate 

SD N-131 

FD N-136 

BR middle 2.71 N-160 
‧carpet yarn 

‧high tenacity yarn 

 

  




